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A METHOD FOR SEPARATING A SEMICONDUCTOR 
WAFER INTO INDIVIDUAL CHIPS 

By I. Litant 
Electronics Research Center 

SUMMARY 

A method is described for rapid separation of the many 
microcircuits which are present on a single-crystal semiconduc- 
tor wafer. Present chip separation techniques are an important 
source of yield l o s s  caused by improper breakage, scratching 
of the surface, and the production of much debris. 

The method comprises placing a rubber diaphragm over a 
scribed wafer placed face-up on a convex surface and then 
suddenly applying air pressure over the diaphragm. In this 
way, a stress is applied uniformly to the wafer to cause break- 
age along pre-scribed lines, in all directions at once, into 
predetermined chip sizes. 

INTRODUCTION 

The processes involved in the manufacture of semiconductor 
devices, diodes, transistors and integrated circuits are mani- 
fold and require that great attention be paid to the minutest 
details. From the growing of the single crystals of silicon or 
germanium to the complete packaged device, there are hundreds 
of processing steps, each of which is vital to the final per- 
f ormance . 

When all the dopant diffusions have been made, the dielectric 
films and metallizations accomplished and the many devices on 
each wafer have been tested, the wafers must be separated into 
individual chips so that each may be packaged to operate as a 
single entity. Each wafer may contain anywhere from a few to 
hundreds of devices depending on the complexity of the device. 
The dimensions of the device may vary from 15 x 20 mils to 
several hundred mils on a side. The wafers themselves, on the 
other hand, may vary from about 5 mils to 12 mils in thickness 
and from 1 inch to 2 inches in diameter. The devices are gener- 
ally spaced from each other on the wafer by a distance of 
approximately 3 mils to allow for their separation (Figure 1). 

ultrasonic cutters, or etching. These have given way to diamond 
scribing and breaking because of the large losses of material 
entailed in these processes. Despite some drawbacks, diamond 
scribing is now generally used throughout the industry. 

Early means of separation of the devices used diamond saws, 



Figure  1.- Scribed wafer 
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PROCEDURE 

Going back one step, scribing and dicing (as the breaking 
of the wafer is sometimes called) can be no better than the 
proper lattice orientation in the single-crystal wafers (ref. 1). 
The usual crystal orientation for the device on a silicon wafer 
is with its surface in a (111) plane. An orientation flat on 
the wafer lies in the (110) plane. The (111) planes of a silicon 
wafer are its natural cleavage planes. If the scribe lines are 
made in the direction of these planes, then any stressing of the 
crystal will cause the propagation of the scribe lines into 
these (111) planes, and clean fracture surfaces result. If the 
masks are not properly aligned, or if there are large faults in 
the crystal lattice, secondary cleavage fractures on diagonals 
may result, with reduced yield. 

Proper scribing is also vital to the dicing operation. The 
selection of the diamond tool and accuracy of the scribinq 
machine are only, first steps. Care must be taken to discard the 
scriber at the first siqns of chippinq, else conchoidal fractures 
are created and minute fractures are started that can later pro- 
pagate and split the chip. 

R. L. Beadles (ref. 2) has stated, "Varying somewhat among 
organizations, the chip separation process has been an important 
source of yield loss  due to breakage and scratchinq. Since the 
investment per chip to this stage is small more attention has 
been given to later processes. Scribinq and breaking yields of 
about 75 percent have been found in pre-mount visual inspections .... cracks, chips, and scratches which are incipient failures may 
readily pass both this and later tests, only to fail in use. 
This emphasizes the importance of the scribing and breaking 
operation in obtaining high reliability integrated circuits," 

As integrated circuits become more complex and the wafer 
more valuable in terms of the increasing number of processing 
steps invested, the scribing and dicing operations increase in 
importance. 

Various methods are used to separate the scribed silicon 
wafer into chips. Common to all is the bending of the wafer 
to stress the scribed lines. The cracks which were introduced 
during scribing are propagated through the wafer. One method 
involves laying the wafers on a rubber mat or between plastic 
films and passing over them with a roller. Another requires 
placing the scribed wafer in a folded sheet of paper and pulling 
it down on a curved metal cylinder with scribed side up. Yet 
another involves mounting the wafer on a steel sheet which is 
flexed. The difficulty arises in the inherent production of 
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silicon particles. 
sufficient agitation of the breaking and already broken wafer to 
enable dust particles or an edge of a chip to scratch the sur- 
face metallization. These accidents are difficult to see, but 
nevertheless provide an incipient danger. With the metallization 
lines being stressed by carrying greater current, even a small 
reduction in cross section could provide a hot spot. 

In most of these procedures, there is 

A new wafer separation method has been devised which uses 
a portion of a hemisphere on which the scribed wafer is placed, 
face up. A thin rubber sheet is suspended over the wafer. When 
air pressure is applied suddenly above this sheet, the stress is 
transmitted uniformly to the wafer, and it bends to conform to 
the curvature of the hemisphere, causing the wafer to break along 
the scribe lines in all directions. By breaking the chips away 
from each otherl and all breaking taking place at once, the 
possibility of surface abrading against surface to produce dust 
and debris is minimized. A disc is selected with a radius of 
curvature for optimum performance for the size chip. Followinq 
this, there are few operator prerogatives, since the conditions 
are set and the operation occurs in one step. Yields of close 
to 100 percent were obtained except where crystal lattice 
deformations caused diagonal cracks to develop. Wafer thicknesses 
ranged from 6 to 11 mils. 

Figure 2 shows an expanded view of the instrument. The 
transparent discs at the lower left are spacers for the various 
hemispheres at lower right. The cover at upper left has in its 
center the rubber sheet which is pressed down on the wafer by air 
pressure. In Figure 3 a notched disc is being placed in the well. 
The notches permit the escape of air compressed by the rubber 
membrane. In Figure 4 the scribed wafer enclosed by two sheets 
of 1/4-mil film has been positioned face-up and the cover about 
to be set in place. Figure 5 shows the quick open-close clamp 
in position and the device ready to operate. The toqgle switch 
is opened quickly, admitting compressed gas at 120 psi. The 
pressure is then released, the apparatus onened, and the broken 
wafer removed as shown in Figure 6 .  

process. The triangles were an exercise to demonstrate the 
versatility of the apparatus. 

Figures 7 and 8 show chips which were separated by this 

CONCLUSION 

In summary, an apparatus has been developed for the separation 
of chips in a scribed, single-crystal semiconductor wafer. The 
advantages are: 1) minimization of formation of dust and debris, 
2) a one-operation process that virtually eliminates operator 
perogatives, and 3 )  the ability to handle thin or thick wafers 
in a variety of sizes and shapes. 
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Figure 2.- Expanded view of instrument  
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Figure  3 . -  Scr ibed  wafer p laced  i n  p o s i t i o n  

F igu re  4.-  Notched d i s c  be ing  p l aced  i n  w e l l  
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Figure 5.-  Quick open-close clamp i n  p o s i t i o n  

Figure 6 . -  Broken w a € e r  removed 
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Figure 7. - Separated ch ips  ( t r i a n g l e  60° x 60° x 60° 
each s i d e  measuring .070" )  

Figure 8. - Separated ch ips  
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APPENDIX 

ANALYSIS O F  SEMICONDUCTOR WAFER D I C I N G  PROCESS 

S .  M. S p i t z e r  
E l e c t r o n i c s  Research Center  

INTRODUCTION 

A new technique  has  been proposed f o r  t h e  d i c i n g  of  s i l i c o n  
wafers .  I n  t h i s  technique ,  t h e  wafer i s  placed upon a s p h e r i c a l  
s u r f a c e ,  and gas  p r e s s u r e  f o r c e s  an e l a s t i c  membrane a q a i n s t  the 
wafer ,  t h u s  bending i t  t o  conform wi th  t h e  s n h e r i c a l  s u r f a c e .  
S ince  t h e  wafer  w i l l  have been s c r i b e d ,  t h e  stresses r e s u l t i n q  
from bending w i l l  cause  t h e  w a f e r  t o  f r a c t u r e .  

I t  i s  t h e  i r L t e n t  of t h i s  c a l c u l a t i o n  t o  f o r m  a simple mor?e1 
of t h e  wafer  du r ing  bending, i n  o r d e r  t o  develop a mathematical  
r e l a t i o n s h i p  between t h e  r a d i u s  of c u r v a t u r e  of t h e  s p h e r i c a l  
s u r f a c e ,  and t h e  wafer  t h i c k n e s s  and chir;, s i z e .  I n  order  t o  
s i m p l i f y  t h e  problem, a l l  c h i p s  w i l l  be assumed square  i n  o r d e r  
t o  in t roduce  symmetry. This  symmetry pe rmi t s  a one-dimensional 
a n a l y s i s ,  analogous t o  a beam be ing  d e f l e c t e d  over  a c y l i n d r i c a l  
s u r f  ace. 

CALCULATION 

The geometry used i n  t h i s  c a l c u l a t i o n  i s  shown i n  F i s u r e  A-1 .  
The c r i t i c a l  p o i n t s  t o  be examined a r e  where t w o  c h i p s  must be 
ben t  enough t o  f r a c t u r e  them (Figure  A- lb) ,  y e t  one c h i p  i t s e l f  
must n o t  be f r a c t u r e d  (F igure  A - l c ) .  

The maximum t e n s i l e  stress, 0 i n  t h e  beam i s  

where M = bending moment 

and I = moment of i n e r t i a  
C = h a l f  t h i c k n e s s  of beam ( t / 2 )  

The maximum bending moment i s  

P l = L  II] 2 

where L = l oad inq ,  weight / length 

The moment of i n e r t i a  f o r  a r e c t a n g u l a r  beam i s  

(A-2)  

3 I = x t  / 1 2  (A-3)  
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The maximum deflection, 6, is readily found to be 

L4 
8 E1 6 =  (A-4 1 

where E = Young's modulus 

We note that the deflection, 6, from the horizontal is 
found to be 

(A-5 1 2 2 1/2 6 = r -  ( r - 2 )  

where r = spherical radius of curvature. 

A Taylor series expansion yields 

6 = -  R2 + "1. 
2 2r 

4r 
(A-6) 

We are now in a position to relate the physical constants 
of the model with the radius of curvature and chip size. 
Equation (4), using equations (1-3), is equated to 
equation (6). The result is 

This equation may be conveniently rewritten as 
c) 

(A-7) 

Since a cubic equation is somewhat difficult to solve, we 
will attemyt a golution through approximation. 
r = r 
term of equation (6), 

Assume 
+ r + r +..., and find ro using only the first order 0 

- Et . (A-9a) ro - 0 

Reiterative processes yield 

10 

(A-9b) 

(A-9c) 



W e  wish now t o  check t h e  v a l i d i t y  of t h i s  series solution, 
i . e . ,  show t h a t  r'/ro << 1. Now r o  i s  on t h e  o r d e r  of 
several inches ,  whi le  R a t  m o s t  i s  0 .2  inch .  So: 

R 2  10-3 r ' / ro  = - 2 
0 4 r  

and t h i s  expansion i s  v a l i d .  

Looking a t  t h e  case of t w o  ch ips  t o  be s e p a r a t e d ,  R = x and 
t = t ' ,  t h e  wafer t h i c k n e s s  a t  t h e  s c r i b e  1-ine. I n  t h i s  
case w e  must cons ide r  t h e  maximum t e n s i l e  stress s t r e n q t h  
f o r  s i l i c o n  ( i n  o r d e r  t o  ensure  f r a c t u r e ) .  Thus t h e  D e r t i n e n t  
equa t ion ,  r = r + r ' ,  i s  0 

E t '  

max 
r '  = - 

0 

2 

4 r  
X r' = - 

0 

( A - l o a )  

(A-lob) 

For the case  of t h e  s i n g l e  c h i p ,  Q = x/2 and t = wafer 
t h i c k n e s s .  I n  t h i s  c o n f i q u r a t i o n ,  w e  must consid-er t h e  
minimum t e n s i l e  stress s t r e n q t h  ( t o  ensu re  t h a t  t h e  s i n g l e  
c h i p  w i l l  n o t  f r a c t u r e ) .  The p e r t i n e n t  equat ion  h e r e ,  
r = r + r', is:  0 

E t  r = -  
O *min 

(A- 1 l a )  

CONCLUSION 

Equations ( loa)  and (lob) y i e l d  an express ion  f o r  t h e  minimum 
accep tab le  r a d i u s  of c u r v a t u r e ,  whi le  equa t ions  ( l l a )  and ( l l b )  
y i e l d  an expres s ion  f o r  t h e  maximum r a d i u s  of cu rva tu re .  Thus 
t h e  t w o  expres s ions  g i v e  a s2read of accep tab le  sphere  s i z e s .  I t  
must be noted t h a t  t h e  t e n s i l e  s t r e n g t h  of s i l i c o n  depends upon 
c r y s t a l l i n i t y ,  doping, s u r f a c e  t r ea tmen t ,  etc.  F o r  t h i s  reason  
t h e r e  i s  a wide range between min. and max. Curren t  d a t a  are: 

4 

4 
= 2.8 x 1 0  p s i  

z 5 . 0  x 1 0  p s i  
'min 

*max 
7 E 2 2.8 x 1 0  p s i  
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Using t h e s e  numbers, t h e  graph of F igure  A-2 shows t h e  
range of r a d i i  of c u r v a t u r e  as a f u n c t i o n  of  wafer  t h i ckness  
and s c r i b e  l i n e  depth .  N o t e  t h a t  f o r  c h i p  s i z e  less t h a n  200 
m i l s ,  t h e  r a d i u s  of c u r v a t u r e  i s  una f fec t ed  because t h e  r '  
c o r r e c t i o n  t e r m  is  less t h a n  one p e r c e n t .  

a) Scribed silicon beam 

b) Case of two chips to b 

-#-- 

c)  Single chip not to be froctured 

Figure  A-1.- C a l c u l a t i o n  geometry. 
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